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Electric Document GEST-2 108. 





ABSTRACT 

The  thermal  conductivity of cermets   fabr icated  by  hot-pressing of 

tungsten (W) coated  uranium  dioxide (UO ) was  measured.  Data  obtained 

from  specimens  containing  nominally 80 and 60 volume  percent UO 

compared  with  theoretical   predictions  based  on  Bruggman's  model.   Excellent 

agreement  was  found  between  theory  and  experiment in the 80 volume  percent 

ca se  in the  temperature  range of 900 to 150OOC. Less   sa t i s fac tory   agreement  

was obtained in the 60 volume  percent  case  between 600 and 1 7 O O O C ;  the 

discrepancies  could  not  be  explained.  The  experimental  technique,  specimen 

preparat ion,   experimental   resul ts   and  post-experiment   metal lography  are  

presented. 
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SUMMARY 

The  thermal  conductivit ies of nominally 80 and 60 volume  percent UOz- 

tungsten cermets have  been  measured  for  input  into  fuel  element  size  and 

power  density  calculations.  The cermets were   fabr ica ted  by hot-pressing 

tungsten-coated U 0 2  spheres.   The  data  obtained  were  compared  with  the 

theoret ical   predict ions of Bruggeman 's   model   for   spheres   d i spersed   in  a 

continuous  matrix. 

The  thermal  conductivity of the 80 volume  percent  cermet  was  found  to  be 

0. 15  watt/cm- C a t  9OO0C and 0. 10  watt/cm-OC  at 15OOOC; a factor  of five 

greater  than  bulk U 0 2 .  Excellent  agreement  with  theory  was found for   the 80 

volume  percent  cermet.   The  experimental   values of thermal  conductivity  for 

the 60 volume  percent  cermet  did  not  agree  well   with  predicted  values.   In 

that  case,   the  experimental   conductivity  increased  with  temperature  contrary 

to  theory.  The  discrepancy  could  not  be  explained;  however,  thermocouple 

error  could  not  be  discounted. 

0 

Post- tes t   examinat ion of the  cermet   specimens  revealed  the  ini t ia t ion 

of UO penetration  into  tungsten  grain  boundaries.  If this  penetration 

cont inues  in   the  cermet   appl icat ions,   the   resul t   could  be a decrease   in   thermal  
conductivity  to  about 3570 of the  starting  value. 
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INTRODUCTION 

Tungsten  uranium  dioxide  (W-UO ) cermets   are   being  invest igated  for  2 
application as fuel   for   nuclear   thermionic   power  sources .   The  choice of 

mater ia ls   and  fabr icat ion  procedures   for   the  cermet   fuel   invest igated  in   this  

program  have  been  described in reference 1. Advantages of cermet   fue l  

include  lower  thermal  gradients,   lower  central   temperatures  in  the UO 2 
particles  and  the  possibil i ty of containing  fission  gas  in  the U 0 2 .  Accurate  

knowledge of the  fuel  thermal  conductivity is prerequisite  to  nuclear  reactor 

thermal   design.  

Predict ions of thermal  conductivity  for  composite  materials  based on 

existing  theories  have  been  recently  reviewed  in  reference 2 by Miller.  

Bruggeman  has  derived a model  in  reference 3 for  determining  the  conductivity 

'of a discontinuous  spherical   phase  surrounded by a continuous  "matrix"  phase 

which  should  be  applicable  to  the  cermets  produced  for  this  experiment. Part 

of this  study  was  conducted  to  test   the  applicabili ty of existing  theories  to  the 

prediction of the  high-temperature  thermal  conductivity of coated  particle 

U02-tungsten  cermets .  

EXPERIMENTAL  TECHNIQUE 

A modification of the  radial  thermal  conductivity  flow  technique 

( re ferences  4 and  5)  was  used  and  Figure 1 is a schematic  view of the  apparatus 

employed.  The  specimen  was a hollow  cylinder 0. 189-inch  id, 0. 510-inch  od, 

and  about  one-inch  long.  The  specimen  was  heated  by a 0. 090-inch  tungsten 

central   heater   which  was  insulated  f rom  the  cermet  by a thoria  tube.  The 

tungsten  heater  was  attached  to  water-cooled  electrodes  and  heated by  400-cycle 

a l ternat ing  current .   Thermal   expansion  in   the  heater   was  compensated  with 

a mercury-pool   e lectrode at the  lower  end as shown  in  Figure 1. The  con- 

ta iner   mater ia l   for   the  mercury  pool   was  made of molybdenum. 
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The  tungsten  rod  was  heated by a motor -genera tor   (m-g)  set whose 

output  passed  through a stepdown  transformer.   The  m-g  unit   consisted of 

10 HP,  3-phase,  3600  rpm,  440-volt  induction  motor  driving a 400-cycley 

s ingle-phase,   120-vol t   generator .   The  t ransformer  was a 5 KVA, 400-cycle, 

120-volt  input  and  5-volt  output.  Heating  current  was  measured by a Weston 

327 cur ren t   t ransformer   coupled   wi th  a Weston 4 3 3  a-c Ammeter .  The  overall  

accuracy  of current   measurement   was  about   one  percent .  

The  specimen  was  thermally  guarded  longitudinally by  two  dummy  cermets 

and  by  two U 0 2  insulators  also  shown  in  Figure 1. The  guards  were  included 

to  minimize  longitudinal  heat  loss  because  the  validity of the  results  depend 

direct ly  on guarding  efficiency. A length-to-diameter  ratio of 4 has  been 

shown  in  reference 6 to  limit longi tudinal   losses   to   less   than 5%. End  losses 

a re   fur ther   reduced  if narrow  gaps exist between  the  specimen  and  guard 

interfaces  as  shown  in  reference 7. 

PQwer  into  the  cermet  was  measured  by  contacting  the  tungsten  rod  with 

two  spring-loaded  tungsten  voltage  probes.  The  probe  leads  were  connected 

to a calibrated  Tetronix  503  oscil loscope.  Potential   differences as low as  

10  milivolts  (R.  M.S. ) could  be  measured;  the  noise  level  was less than 0. 1 

mil ivol t ;   the   waveform  was  perfect ly   s inusoidal .  

An  outer  platinum  sleeve  was  added  to  the  usual  radial   f low  device 

to  provide a fu r the r   measu re  of the  heat f lux .  The  known  thermal  conductivity 

( reference  8)   and  total   hemispherical   thermal   emissivi ty   ( reference 9) of 

platinum  provide  two  checks on longitudinal  heat  loss. A picture of the 

assembled  apparatus  is shown  in  Figure 2. 

Measurements  were  carried  out  in  vacuum.  The  pumping  system  con- 

s i s ted  of a consolidated  Electrodynamics  Corp.  Model  PMC 721 oil  diffusion 

pump, a W .  M.  Welsh  Model  1397-B  fore-pump,  and a liquid  nitrogen  baffle- 

cryopurnp.   Pressures   were  measured by a National  Research  Corp.  Model 

518  ionization  guage.  Typical  pressure  measured  when  the  apparatus  was  in 

4 
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Figure 2. ASSEMBLED  RADIAL  FLOW  THERMAL 
CONDUCTIVITY  APPARATUS 
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operation  was 2 x 10  torr.  The  high  pumping  speed of this   vacuum  system 

minimized  specimen  outgassing  delays.   The  specimen  stack  could  be 

observed  through a four-inch  diameter  quartz  window.  The  surface  temperature 

profile of the  platinum  standard  could  be  measured  optically  through  the 

window. 

-6 

Temperature   measurements   in   the  specimen  and  in   the  plat inum  s leeve 

was  performed  with W - 5  Re  vs  W-26  Re  and P t  vs Pt-10  Rh  thermocouples,  

respectively.  The  W-5  Re vs W -26  Re  couples  were  made  from 0. 005-inch 

Hoskins  wire  specially  selected  for  homogeneity.  The  thermocouples  were 

pretested  in   an  isothermal   furnace  pr ior   to   experimentat ion.  A maximum 

difference of  7OC was  observed  between  selected  W-Re  couples  at  19OO0C and 

no dr i f t   was  observed  during  four   hours  of comparison  tes t ing at 1900 C .  

Selected  Pt-Rh  couples   were  ident ical   to   within 0. 3OC at 120OoC af ter   four  

hours of comparison  testing. 

0 

Thorium  oxide  was  used  to  insulate  the  W-Re  couples.  The  double-bore 

thoria  tubing  outside  diameter  varied  between 0. 036  and 0. 040-inch.  Aluminum 

oxide  (Degussit  A123)  was  used  to  insulate  the P t -Rh couples.  Thermocouple 

beads  were  made by fusion  in  an  argon-filled  glove.box  for  W-Re  and  in air f o r  

Pt-Rh.  The  beads  were  about 0. 015-inch  diameter  in  both  cases.  The 

thermoc,ouples   were  insulated  f rom  the  cermet   and  f rom  the  plat inum  s leeve 

by a small piece of thoria   or   a lumina at the  bottom of the  thermocouple  wells. 

The  thermocouples  were  read  independently  on a Leeds  and  Northrup  Model 

K-3  potent iometer ;   an  ice-water   bath  served as the  cold  junction. 

SPECIMEN  PREPARATION AND CHARACTERIZATION 

Cermets   were  fabr icated  by  vacuum  hot-pressing  W-coated UO spheres  

in   graphi te   dies .   The  cermets   were  pressed a t  2O5O0C and 11, 000 psi   for 10 

minutes .   The  as-pressed  cermets   were 0. 563  to 0. 586-inch  diameter  and 

about  one-inch  long.  They  were  centerless  ground  to 0. 510-inch  outside 

diameter  to  el iminate  the  carbon  contamination  which  came  from  the  graphite 
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dies ,   and  then  dr i l led  with a high  speed  water-cooled  diamond  dr i l l   to  0. 189- 

inch  inside  diameter.   The  specimen  ends  were  ground flat by  hand  using a 
stainless  steel   holding  j ig  and  si l icon  carbide  paper.   Chemical  analyses of the 
coated  and  uncoated U 0 2  par t ic les  are given  in  Table I. The  coated  cermet  

par t ic les   were  100 f 10  micron  in   diameter .   Before  coat ing,   the  U 0 2  spheres  

w e r e  of a density of 10.5 * 0.2  g m - ~ m - ~ .  Character izat ions of the  fabricated 

specimens are given  in  Table 11. The  specimen  compositions  given  were 

determined by  dissolution  and  total  analysis  for  uranium  and  tungsten  after 

testing.  Two UO guards   were   fabr ica ted   in   the   same  manner  as the   cermets  

except  that   they  were  pressed at 14OO0C and 8000 psi   for  15-minutes  and 

slowly  cooled  to  avoid  cracking. 

2 

Holes  to  accommodate  specimen  thermocouples  were  dri l led  in  the  cermets 

with  carbide  dr i l ls .   The  thermocouple   hole   diameters   were  about  0. 040-inch 

and  penetrated  about  1/2-inch  into  the  specimens.   Accurate  thermocouple 

hole  location  was  obtained  by  neutron  radiography of the  dr i l led  cermets .  

Figure 3 is a neutron  radiograph of an  80  volume  percent U 0 2  cermet   with 

cadmium  wires   inser ted  into  the  thermocouple   holes .   The  plat inum  s leeve 

is also  shown  with  cadmium  wires  in its thermocouple  and  voltage  probe 

holes.  Thermocouple  position  data  in  Table I1 were  obtained  from  neutron 

radiographs.   Thermocouples  were  assumed  to be centered  in  their  holes. 

This  is believed  accurate  because of the  care   used  in   center ing  thermocouple  

beads  in  their   wells  with  the  aid of a hole in the small insulator  just  below 

the  thermocouple. 
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Element 
Ag 
A1 
B 
Bi 
Ca 
Cd 
co  
Cr 
cu 
Fe 
Li 

Mn 
Mo 
Na 
Nb 
Ni 
Pb 
Si 
Sn 
Ti 
Zn 
Zr 
V 

Mg 

9 
Ea 
Gd 
Sm 
C 
c1 
F 
N 

TABLE I. Impurity  Analyses of Coated  and  Uncoated-Particles (ppm) 

"60 vol . %Ir 

Uncoated  Coated 

24 
<o .2 
<1 

5 
<1 
<2 
12 
0.5 

<14 
<0.5 

4 
0.5 
5 

<15 
0.02 
5 
1 

<6 
1 
0.2  

<10 
0.2 

<11 
<o .2 
co.1 
<o .2 
<1 
1 625 
3+3 
525 

<10 

with W 
<0.1 
12 
<0.2 
<1 
20 
<1 
<2 
24 

2 
14 
<O .5 

2 
1 

50 
<15 
<o .01 
48 
20 

6 
1 

<10 

<11 

<0.01 

<o .01 

<o .2 
<0.1 
<o .2 
<1 
<5 

2  925 
923 

2 1210 

"80 vol. %I' 

Uncoated  Coated 
uo <o.z- 

54 
0.8 
1 

<2 
< .5 
<2 

8 
1.4 
8 

< .5 
2 
1 

90 
2 

<1 
2 
1 

12 
1 

10 
<10 
<1 

<11 
<O .05 
<o .02 
<O .05 
<o .02 
1925 
323 
5+5 
5+5 

with W 
co.1 
<4 
1.6 

<1 
e2 

<2 
76 
10 
16 
< .5 

2 
4 

22 
8 

<1 
24 
4 
12 
2 
10 

<lo  
<1 
50 
<O .05 
<o 0 02 
<O .05 
<o .02 
1325 

625 
287225 

.5 

523 

Tolerances  are +50%-25% unless  otherwise  stated. 
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TABLE 11. Characterization of Cermets 

Density 
Weight % W 
Weight % U02 
Theoretical  Density 
% of Theoretical  Density 

Volume % W 
Volume X U02 
Volume % Voids 

0-to-U  Ratio 

Radial  Position of Thermocouples 
(at  Room  Temperature) 

"60 vol . %I' 

13.92  gm/cm3 
55.17  wt % 
44.83  wt % 
14.39  gm/cm3 
96.7% 

39.8 vo l .  % 
56.9 v o l .  % 
3.3 vol .  % 

2 .oo 

r = 0.3182.005  cm 
r1 = 0.4882.005  cm 2 

"80 vol . %" 
12.61  gm/cm3 
34.05  wt % 
65.95 wt % 
12.85  gm/cm 
98.1% 

22.2 vol. % 
75.9 vol .  % 
1.9 vol. % 

2 .oo 

r1 = 0.362+0.005  cm 
1: = 0.550+0.005  cm 2 



Thermocouple . 
Voltage P robes  

f 

Plat inum- 
Sleeve &..& -Cermet 

" 

Figure 3.  NEUTRON ,RADIOGRAPHS O F  PLATINUM SLEEVE 
AND CERMET WITH  CADMIUM  WIRES  IN 
THERMOCOUPLE  HOLES 
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RESULTS A N D  DISC USSION 

The  thermal  conductivity of the  nominal 80 volume  percent  U02-tungsten 

specimen  was  determined first. The  data  were  obtained  over a period of 

about two days.   The  results are plotted  in  Figure 4 with  thermal  conductivity 

as a function of temperature .   The  measurements   were  reproducible   and no 

changes  in  the  measured  data  were  observed  over  the  two-day  period.  The 

thermal   conduct ivi ty   decreased  with  an  increase  in   specimen  temperature  

as expected.  The  temperature of the  specimen  was  limited  to 150OoC due  to 

evaporation of the  nickel  sleeves,located  above  and  below  the  platinum  sleeve. 

The  evaporated  nickel  would  condense on the  thermocouple  insulator  surfaces 

and  eventually  cause  the  thermocouple  to  short .   The 80 volume  percent  run 

was  terminated  when  the  highest   temperature  W - 5  Re/W-26  Re  thermocouple 

reading  was 3OoC lower   in   temperature   than  the  predicted  temperature   f rom 

optical   measurements.   Cooling  the  specimen t o  below 120OOC would r e s to re  

the  thermocouple  to its previous  performance,  but  the  apparent  short  would 

reoccur  at about 160OOC. Disassembly of the  apparatus  revealed  no  structural 

nor  chemical  changes  except  evaporation of nickel  (as  previously  described) 

and  thoria   f rom  the  top of the  experimental   stack. 

The  nickel  sleeves  were  replaced  with  molybdenum  sleeves  before  con- 

ducting  the  experiment  containing  the  nominal 60 volume  percent UO -tungsten 

specimen.  This  change  allowed  data  to be taken  up  to a tempera ture  of 165OOC. 

However,  the  tungsten  voltage  probes  proved  unreliable at spec imen  tempera tures  

above 140OOC for  both  experimental   runs.   The  failure  mode  was  apparently 

loss of contact  between  one of the  probes  and  the  heater .   The  correlat ion 

between  the  heat  input, as determined  from  current  and  probe  voltage 

measurements ,   and  the  heat   radiated,  as determined  f rom  the  plat inum 

temperature   and  emissivi ty   measurements   was good. The  calculated  heat 

loss  by  radiation  from  the  platinum  was  always  within f200/o of the  heat  input 

from  the  probe  data  and  was  randomly  scattered.  The  heat  input as determined 

from  the  temperature   drop  across   the  plat inum  was  only  accurate   to   about  

f50%  because of the small temperature   gradients .   Therefore ,   the   thermal  

2 
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I -  

conductivity  for  the  high  temperature  region  (above  1400 C) was  deterrnined 
from  the  calculated  heat  loss by radiation  rather  than  the  heat  input  values 

from  the  probe  data. 

0 

The  thermal  conductivity of the 60 volume  percent  U02-tungsten  cermet 

is  shown on Figure  5 as a function of cermet tempera ture .   The   thermal  

conductivity  increased  with  specimen  temperature,  which  was  not  expected. 

Also,   there  was a noticeable  change  in  the  cermet  thermal  conductivity after 

the  specimen  had  been at temperature   for   about  30 hours .   The  thermal  

conductivity  data  points at different  temperatures  before  and  after  the 30 hours 

at temperature  is also  shown  in  Figure 5; however,  the  increase  in  conductivity 

with  temperature  was still apparent. 

The  experimentally  determined  conductivities  were  compared  with  those 

predicted by Bruggeman's  theory.  Bruggeman's  theory  should  be  valid  in 

predicting  conductivities of coated-sphere  cermets,  due  to  the  continuity of 

the  tungsten  metal  around  the U O  particles.  The  thermal  conductivities of 

the 60 and 80 volume  percent  cermet  specimens  were  calculated  using  the 

following  equation  from  reference 4 for  a dispers ion of spheres .  

2 

KD- K 
f =  

KD - KC K 

where 

K = Conductivity of the  cermet  

K,, = Conductivity of the U 0 2  

KC = Conductivity of the  tungsten 

f = Volume  fraction of the  tungsten 

The  thermal  conductivity  used  in  the  calculations is  f rom  re ference  11 

for  U 0 2  and f rom  r e fe rence  12  for  tungsten.  Since  the  porosity  existed 

pr imari ly   in   the UO mater ia l ,  it was  accounted  for  in  the UO conductivity. 2 2 

13 
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The  calculated  and  experimental  conductivities are plotted as a function 

of tempera tures  in Figure  6. The   curves   a re   l abe led  E for  experimental  

values  and T for  calculated  values.  The  agreement is excellent  for  the 80 

volume  percent  cermet.   The  experimental   conductivity of the 60 volume 

percent  has a positive  temperature  coefficient,  while  theory  predicts a 
negative  coefficient.  The  magnitude of the  measured  conductivity  near  the 

160OoC t empera ture  is higher  than  the  theory  allows.  The  discrepancy 

between  theory  and  experiment is g rea t e r   t han   t he   expe r imnta l   e r ro r ,  

assuming  the  thermocouples  were  within  the  original  calibration  error.  

The  possibility of thermocouple  decalibration  during  the  experimental  

testing of the 60 volume  percent  specimen  cannot  be  discounted  because  the 

inner  high  temperature  thermocouple  failed  during  the  f inal   stages of testing 

and  could  not  be  post  test  calibrated.  An  inner  thermocouple  indicating a 

temperature  lower  than  the  actual  temperature  could  cause  the  experimentally 

determined  thermal  conductivites  to  be  higher  than  actual  and  could  also 

cause  an  erroneous  indication of a positive  temperature  coeff.icient. 

An increase  in  thermal  conductivity of a cermet   wi th   an   increase   in  

temperature   was  reported by Fei th   in   reference 1 3  for  a 60 volume  percent 

U 0 2 ,  40 volume  percent  molybdenum  cermet  fabricated f r o m  coated  spheres.  

The  theory  predicts a decrease  in  conductivity  with  an  increase  in  temperature 

for  both  the  U02-molybdenum  cermet  and  the  U02-tungsten  cermet.  There 

was no published  reason  for  the  conductivity  increase  with  temperature,  

although  fabrication  variables  were  identified as possible  points of departure  

f rom  the  theory.  

After  obtaining  the  data  and  determining  the  thermal  conductivity,  the 

specimens  were  sectioned  for  metallographic  analyses.   Representative 

photomicrographs of the  80  volume  percent  U02-tungsten  cermet  are  shown 

in  Figure 7. It can  be  seen  from  the  photomicrographs  (Figure  7a)  that   the 

total   cermet   porosi ty  of 1.  9 volume  percent is pr imari ly   in   the U 0 2  region. 

The UO spheres  have  been  slightly  flattened  in  the  longitudinal  direction 2 
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COMPARISON  OF  THEORY  AND EXPERIMENT FOR W-UO2 CERMETS 

0.5 

v 
t o  

Oa4 t 

Ol I 1 I I I I I I 1 1 1 
600 800 1000 1200 

E - Experimental 
T - Calculated 

1400 1600 
TEMPERATURE, O C  

Figure 6. 



a.  Longitudinal  section,  outside  diameter  (crack  occurred  during metallo- 
graphic  sectioning). Note porosity  principally  in UO2; also  note  slight 
flattening of fuel   spheres .  lOOX 

J02  in  

Bound 

Grain 

arY 

b. Central  are8 showing  penetration of UO2 into W grain  boundaries. 500X 

Figure 7 .  PHOTOMICROGRAPHS OF 80 VOLUME 
PERCENT  CERMET 
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because of hot   pressing  in  that direction.  Figure 7b i l lustrates  the  penetration 

of U 0 2  fuel  into  the  tungsten  grain  boundaries after being  held at high 

temperatures   for   about  50 hours.   Some  uranium metal was  identified  in 

isolated  areas  of the 80 volume  percent cermet and a typical   area is shown 

in  Figure 8. 

The 60 volume  percent  specimen  was  carefully  examined  for  uranium 

metal  and  none  was  found.  Photomicrographs of the 60 volume  percent U 0 2 -  

tungsten  cermet  show  that  the  same  general   characterist ics  are  found  in 

the 60 volume  percent   cermet   as   was  found  in   the 80 volume  percent  cermet.  

These  character is t ics   are:   porosi ty   pr incipal ly   in   the  U02,   the U 0 2  spheres  

slightly  flattened  in  the  direction of hot  pressing  and  penetration of  UO into 

the  tungsten  grain  boundaries  after  high  temperature  exposure.   Those 

representative  photomicrographs  showing  the  above  characterist ics  are 

included  in  Figure 9. 

2 

The UO penetration is accentuated  by  thermal  cycling  and  could  possibly 2 
result   in  complete  isolation of the W grains  after repeated  severe  cycling. 

Under  those  conditions  where  the W phase is no longer  continuous,  the 

Bruggeman  equation  for  spheres  dispersed  in a continuous  matrix  would  no 

longer  be  applicable.  Under  those  conditions,  the  cermet  conductivity  would 

be lower  and  might  better  be  represented by the  Bruggeman  Mixture  Equation 

for   Spheres .   The  resul t  of a microstructural   change  f rom  cont inuous  to   dis-  

continuous  tungsten  in  the 80 volume  percent  case is predicted  to  be a decrease  

in the  cermet  conductivity of about 35% of the  starting  value. 
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U Metal 

Outside  Diameter; A typical area  showing 
uranium  metal .  500X 

Figure  8. URANIUM W T A L  IN 80 VOLUMlZ PERCENT 
SPECIMEN 
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a. Longitudinal  section. 1 OOX b. Transverse  sect ion.  lOOX 
Note slight  flattening of spheres  in Note location of porosity principally 
pressing  direction. i n  U02 .  

Penetration 

c.  Showing  partial  penetration of U 0 2  
into W grain  boundaries.  500X 

Figure 9. PHOTOMICROGRAPHS O F  60 VOLUME PERCENT 
CERMET 
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CONCLUSIONS 

The  following  conclusions  were  reached  after  conducting  the  experimental 

investigation of thermal  conductivity of 80 and 60 volume  percent  U02-tungsten 

cermets .  

1. 

2 .  

3.  

4. 

5. 

6.  

The  thermal  conductivity of the 80 volume  percent U 0 2 -  

tungsten cermet dec reased   l i nea r ly   f rom 0. 15  watt/cm-OC 

at 9OO0C to  0.10  watt/cm- C at 15OO0C. 0 

The  experimentally  determined  conductivities of the 80 volume 

percent   cermet  are in  excellent  agreement  with  those  predicted 

by Bruggeman's   theory  for  a dispers ion of spheres   in  a continuous 

matrix. 

The  conductivity  determined  by  experiment  for  the 60 volume 

percent   cermet   has  a positive  temperature  coefficient,  while 

theory  predicts  a negative  coefficient  based  primarily  on  the 

negative  coefficient  observed  for  pure  tungsten.  The  discrepancy 

between  theory  and  experiment is greater  than  the  experimental  

uncertainty,   but  the  source of the  discrepancy is unknown. 

Thermocouple  decalibration is a possible  source,   because 

calibration  was  not  possible  after  the  experiment  due  to  failure 

of the  inner  thermocouple  during  testing. 

The  init iation of uranium  dioxide  penetration  into  the  tungsten 

grain  boundaries   was  apparent   in   both  cermet   specimens  af ter  

high  temperature  testing. 

The   cermet   poros i ty   was   p r imar i ly   in   the  UO 2' 

The U 0 2  spherical   particles  were  sl ightly  f lattened  in  the 

direction of hot  pressing. 

21 
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